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Sirolan Laserscan

Micron Test Report

Eagle Ledge Farm/Mark Dayrell

625 Map

le St

Grand Ledge M| 48837 U.S.A.

08/14/08

Test No: 334528

Animal

Animal Name: ELF Chico

Breed:
Sex:
Color:

Alpaca(Huacaya)
Male
Lt Fawn

and Sample Description

Animal ID: 30833906
Sample Location: Side
Sample Date: 05/13/07
Age: 09/15/06

Mean Fiber Diameter:

Standard Deviation:

Coefficient of Variation:

Fibers Greater Than 30 microns:

Laboratory Data
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